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1. Scope
This specification covers 25000V aluminum conductor cross-linked polyethylene

(XLPE) insulated cross-linked polyethylene (XLPE) sheathed spaced aerial cable.
The cable shall be in accordance with TIS 2341-2555,

2. Conductor
The conductor shall be compacted concentric stranded hard drawn aluminum conductor in
accordance with TIS 293-2541.
The direction of lay shall be right-hand (Z) in the outermost layers.

3. Conductor Shield

The conductor shield shall be a layer of extruded semi-conducting compound.

The thickness of the conductor shield shall be approximate 0.5 mm.

4. Insulation

The insulation shall be cross-linked polyethylene (XLPE) compound meet the requirements
of TIS 2341-2555.

The average thickness of the insulation shali be not less than that given in Table 1.

The minimum thickness shall be not less than 90% of the value in Table 1.

The thickness of the insulation shall not be included that of conductor shield.

The color of the insulation shall be white.

(White color is natural color of XLPE insulation)

5. Sheath
The sheath shall be filled carbon black cross-linked polyethylene (XLPE) compound with
track resistance, meet the requirements of TIS 2341-2555.
The average thickness shall be not less than that given in Table 1.
The minimum thickness shall be not less than 90% of the value in Table 1.
The color of the sheath shall be black.
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6. Marking on Cable

The marking items shall be marked with suitable means throughout the length of cable,
1. Manufacturer's name and/or trade mark " @@ YAZAKI............ : TYE"

2. Year of manufacture

3. Rated circuit voltage "25KV"

4. Type of conductor "AL"

5. Type of insulation and sheath "XLPE/XLPE"

6. Type of cable "SPACED AERIAL CABLE"

7. Size of conductor

8. TIS logo and standard number

9. The continuous reel length marking (in figure) shall be made on the sheath at every

1 meter

7. Test and Properties
The cable shall meet the requirements in Test and Inspection and Table 1, when tested in
accordance with TIS 2341-2555 and TIS 293-2541.

8. Packing
The cable shall be placed on non-returnable wooden reels.
The reels shall be covered with suitable covering to provide the cable with physical
protection during transportation and during ordinary storage and handling operations.
Each reel shall be clearly marked as follows.

Designation "25KV-CC"

Size of cable

Cable length

Net and gross weight

Manufacturer's name and/or trade mark " W YAZAKI "

Rolling direction of reel

AR T o o
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Test and Inspection

Routine Tests
- Maximum conductor resistance, Ohm/km .........cccocoieiiiiinn e, specified in Table 1
- AC test voltage for S minutes, kV.......ooooiiiiiiiii 38

Definition concerning the tests

Routine tests: Tests made by the manufacturer on each manufactured length of cable to check that each length meets the
specified requirements.

Sample tests: Tests made by the manufacturer on samples of completed cable or components taken from a completed cable,
at a specified frequency, so as to verify that the finished product meets the specified requirements.
Type tests: Tests made before supplying, on a general commercial basis, a type of cable covered by this standard, in order to

demonstrate satisfactory performance characteristics to meet the intended application.
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Cable structure

Cross-sectional (Not scale)

1
2
3
4
No. Structure Material
1 Conductor Compacted concentric stranded hard drawn aluminum
2 Conductor shield Semi-conducting compound
3 Insulation Cross-linked polyethylene (XLPE)
4 Sheath Cross-linked polyethylene (XLPE)

Application: For aerial power transmission and distribution line.

Spec. No. 25KV-CC Page 4 of 5

TYSS 7148 S/R3 (25kV, AVXLPE/XLPE)




00¢ 00Z1 ST1'o g'et 8T°¢ 8r'e 09°381 paordwo)/pe 0¥C I
0o¢ 0001 ¥o1°0 0'1¢ 81°¢ 8re o191 pajordwo)y/p¢ G81 I
[
K 008 08 90T0 §'67 81'¢ 81°€ Or'pl pajoedwo)/61 o<l 1
A 00§ 0sL £ST0 &Lz 81'¢ 8re or'et pajordwod/6] 0Tl 1
00¢ 0<9 0Z¢°0 £9¢ 8T°¢ 8re 0511 paredwo)/61 <o I
z 00¢ 0ss 34 Al0] 0se 8¢ 81t 08’6 paivedwory/6] 0L [
A 00¢ 09% I+5°0 0'€T 81°¢ 81'e 0T'8 papedwo)y/ 0s I
Y 00s 06t 8980 §'lc 81'¢c 81¢ ore paoedwo)// st I
(m) (urydy) | (ueiamgo) [ (wwr) (wux) (tou) (tur) (adAyysanm) ()
WNWINEW
Iua[ -xo1dde D 0T IE -xoidde [eumou | [eunuoun | -xoxdde
Suryoed a1qeo J0URISISSI | IS)OIIRIP | SSAID{OIY) | SSOUNDIY) | Jalatuelp 2100
plepuelg | JoSiop | Iojonpuod) | [EIDAQ qieay§ | uone[nsu (Ioonpuod) 1010NpUO)) Aty JooN
I 21q.],

25KV-CC

Spec. No.

Page S of 5

{25kV, AVXLPE/XLPE)

TYSS 7148 S/R3




